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Flux + Wire C Si Mn Mo
KJF —261C + KJS - 120 (S2) 0.05-0.07 0.65-0.85 1.55-1.75 --
KJF —261C + KJS - 122 (S2Si) 0.05-0.07 0.75-0.85 1.60-1.80 --

KJF —261C + KJS - 124 (S2Mo) 0.05-0.07 0.80-0.90 1.60 - 1.80 04-05

w92 (Sl plas
Flux + Wire UT.S. Y.T.S. EL Charpy test
(Mpa) (Mpa) (%) RT -0°C
KJF - 261C + KJS - 120 (S2) 530-550 430-450 26 -28 70-90 40 - 60
KJF - 261C + KJS - 122 (S2Si) 560-580 470-490 26 -28 60 - 80 40 - 60
KJF - 261C + KJS - 124 (S2Mo) 660 -680 540-560 25-27 50-70 40 - 60
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